Branch Condition Report

Date: 6 /5/2003 Page 1 of 2
Pavement Database: NetworkID: Talkeetna
Number of| Sum Section |Avg Section True Area PCI Weighted
Branch ID Sections Length Width (SqFt) Use Average Standard Average
(Ft) (Ft) PCI Deviation PCI

100 (Taxiway A) 4 3,540.50 57.50 132,841.50 TAXIWAY 61.25 22.14 78.44
200 (Taxiway B) 1 185.00 35.00 8,623.00 TAXIWAY 77.00 0.00 77.00
300 (Taxiway C) 1 286.50 40.00 22,000.00 TAXIWAY 34.00 0.00 34.00
400 (Taxiway D) 1 185.00 35.00 8,623.00 TAXIWAY 81.00 0.00 81.00
4100 (WEST APRON) 2 1,798.00 150.00 232,755.01 APRON 50.00 0.00 50.00
6100 (Runway 18-36) 1 3,500.00 75.00 262,500.01 RUNWAY 45.00 0.00 45.00
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Arithmetic Average Weighted
Use Number Total Average PCI Average
of Area PCI STD. PCI
Category Sections (SqFt)

APRON 2 232,755.01 50.00 0.00 50.00
RUNWAY 1 262,500.01 45.00 0.00 45.00
TAXIWAY 7 172,087.50 62.43 21.82 72.82

All 10 667,342.52 58.20 19.41 53.92




